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ANNEX 1

Product: Boards of wood wool (WW) according to LVS EN 13168:2002 including
LVS EN 13168:2002 /A1:2004 and LVS EN 13168:2002 /AC:2006

Manufacturer: , Jelgavas buvniecibas sistemas® Ltd, Rubenu cels, Jelgava, LV-3002,

Latvia
- l Compressive C;" rosive
: Thermal erma stress at 10% Reaction substances
Trademark | Classof | Thickness, conductivity at resistance, linear to fire, (chloride
preduct — 10°C (W/m-K), Ay m’-]{/\ﬂ, Ry deformation Eiroclass content),
(level), CS(10)i level
HWL-25 25 0.35 CS(10)400
HWL-25A 25 . CS(10)400
HWL-50 50 0,70 CS(10)300
F-75 ww 75 0,068 1,10 CS(10)150 B-s1,d0 C2
F-100 100 1,45 CS(10)100
FK-50 50 0,70 CS(10)300
FK-75 75 1,10 CS(10)150




